Solicitation#: VA246-12-B-2624, SPD Roof Replacement
Solicitation Amendment #: 1

1. Specification section 07 22 00Roof and Deck Insulations

Section 3.4 SELECTION OF RIDING ISULATION
Currently reads as:

B. Insulation Thickness:
1. Thickness of roof insulation shown on drawings is nominal. Actual thickness shall provide the
thermal resistance "R" value of not less than 13 for uniform thickness.

Amended to read as:

Section 3.4 SELECTION OF RIDIG INSULATION

B. Insulation Thickness:
1. Thickness of roof insulation shown on drawings is nominal. Actual thickness shall provide the
thermal resistance "R" value of not less than 20 for uniform thickness.

2. Specification section 07 51 00 Built Up Bituminous Roofing Section
Section 1.4 WARRANTY

Currently reads as:

“Roofing system is subject to terms of "Warranty of Construction", FAR clause 52.246-21,

except that warranty period is extended to five years.”

Amended to read as:
Section 1.4 WARRANTY
“Roofing system is subject to terms of "Warranty of Construction”, FAR clause 52.246-21,

except that warranty period is extended to 20 years.”



